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ZHEJIANG SAS ZIPPER CO.,LTD
DADE RD, DONGSHENG WEST RD, XIUZHOU DISTRICT, JIAXING, ZHEJIANG
The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description . (A)Zipper: in light yellow
(B)Zipper: in light yellow
(C)Zipper: in brown

Buyer

Superdry.
Proposed Care Instruction -
Test Performed . Selected test(s) as requested by applicant
Sample Receiving Date . Sep 08, 2016
Testing Period . Sep 08,2016 - Sep 11, 2016
Test Result(s) . Unless otherwise stated the results shown in this test report refer only to the

sample(s) tested. For further details, please refer to the following page(s).

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co. Ltd

cher

May Chen (Account Executive)
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Test Result

Test Part Description :

Specimen No.  SGS Sample ID Description
A SHA15-252786.001 y .
A light yellow zipper tape
B SHA15-252786.002 B light yellow zipper tape
C1 SHA15-252786.003 C1 brown zipper tape
C2+C3 SHA15-252786.006 C2 zipper header + C3 zipper teeth

Extractable Heavy metal

Test Method: Heavy metals are extracted by acid perspiration solution according to ISO 105/E04,
analysis was performed by ICP-MS.

Test Item(s) c1 C2+C3
Copper (Cu) 10.57 mg/kg  27.45 mg/kg
Notes :

MDL (Method Detection Limit):
Copper = 5.0 mg/kg
ND = Not Detected (< MDL)

Pentachlorophenol (PCP), Tetrachlorophenol (TeCP) and Trichlorophenol (TCP)

Test Method: With reference to LFGB § 64 BVL B 82.02.08:2001, analysis was performed by GC-ECD.

Test ltem(s) A B
Pentachlorophenol (PCP) ND ND
2,3,4,5-Tetrachlorophenol (2,3,4,5-TeCP) ND ND
2,3,5,6-Tetrachlorophenol (2,3,5,6-TeCP) ND ND
2,3,4,6-Tetrachlorophenol (2,3,4,6-TeCP) ND ND
2,4,6-Trichlorophenols(2,4,6-TCP) ND ND
2,3,6-Trichlorophenols(2,3,6-TCP) ND ND
2,3,5-Trichlorophenols(2,3,5-TCP) ND ND
2,4,5-Trichlorophenols(2,4,5-TCP) ND ND
2,3,4-Trichlorophenols(2,3,4-TCP) ND ND
3,4,5-Trichlorophenols(3,4,5-TCP) ND ND
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Notes :
Method Detection Limit = 0.05mg/kg
ND = Not Detected(< MDL)

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )

The composite sampling method is based on the client’s special request and is a modification from the

testing standard.

Sample Photo

*** End of Report ***
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